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Figure G.83 — Visual Ratings for Chamber Shelf 3, 3.0% Chloride, Post-Cracked
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Figure G.84 — Mass Loss and Strength Loss for Chamber Shelf 3, 3.0% Chloride,

Post-Cracked
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